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TEST REPORT

REPORT NO : C J - 1428 Date : DEC. 24, 1997

CLIENT : LG CHEMICAL Ltd.

SAMPLE DESCRIPTION : Two(2) samples submitted and identified by client as :

@ NON SLIP TAPE (3M)
@ NON SLIP TAPE (LG)

TEST RESULT : Refer to the attached sheets.
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Signed by

on behalf of Tack Won Kwon
President
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REPORT No. : CJ-1428

TEST RESULT :

TEST RESULTS

1

TEST ITEMS
@ 3M @ LG
@ Tensile Strength (kgf/mm) 1.14 0.95
@ Elongation (%) 8.8 10.6
@ Insulation Destruction Voltage (KV) 4 6
@ Weathering Test (kgf/25mm) 2.51 3.72
(Carbon,arc,150hr)
100 Cycles 2.36 0.78
® Antiabrasion
500 Cycles 6.11 4.89
(Taber,H-22) |-
800 Cycles 12.30 9..39,
lIm’t‘ia‘[ Cohesion (20Min) 1.89 2.48
Condition Cohesion (24hr) =28 b A 2.98
1 —
® Permanent Cohesion (168hr) 2.52 8.25 |
Cohesion - — — -
(kgf/25mm) | Antiheat Cohesion i H
(80°C, 168hr) i 3.12 §.98
I 1 ===
Antiwater Cohesion |
I (20°C,168hr) 2.22 | 8.29
fees — = S -
| Anticold Cohesion
{ (-20°C,168hr) 2.34 3.08 ‘
!Water Almost no change ‘ATmost no change?
@ 4% Salt Water | A]most no change ; Almost no change
} Resistanc = T T t
~to Chemical | Water (Chlorination) Almost no change | Almost no change |
-Reagents — — - —1
% Hcl Almost no change | Almost ne change;
- . ]
| 1% NaOH }Almost no change Almost no change |
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REPORT No. : CJ-1428

EST RESULT : JJ
NS
TEST RESULTS
TEST ITEMS
® 3M @ LG
Detergent (1% dilutent) Almost no change | Almost no change
IPA (IsoPropyl Alcohol) Almost no change | Almost no change
Automobile 0i1 Almost no change | Almost no change
0il Pressur 0il Almost no change | Almost no change
@
Resistanc | MEK (Methyl Elhyl Ketone) | Almost no change | Almost no change
-to Chemic 8
-al Reagen | Mineral Water Almost no change | Almost no change
~ts
Gasoline Almost no change | Almost no change
f 25% Hz SOs Some change Some change
i 50% Antifreezing solution | Almost no change | Almost no change
L [Cleaning solution Almost no change | Almost no chx:nge1

{ TOL (Toluene)

Almost no change | Almost no change

J

P TEST METHODS : @23 ®

@
@

KS A 1107 - 92
ASTM D 1000
ASTM C 501

@ Applicant offer condition :

Pressing the test sample
on SUS plate,dipping into
chemical solutions for
7days and checking statin
and apperance

R T e T
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